Altachment A

DETROIT TESTING LABORATORY, INC.

27485 George Merrelli Drive, Warren, M| 48052 * (586)754-9000 * FAX (586)754-9045 * www dll-Inc.com

Surfacing Material Report — ASTM F1292-04

Client Kralburg Relastec GmbH
Manufacturer. Kraiburg Relastec GmbH

Manufacturing Location: Tittmoning, Germany
Commercial Name of product Euroflex 40mm

Date of Manufacture: Unknown

DTL Report No.: 6118011-1
Report Date: 1/5/2007
Test Date: 1/2/07 & 1/4/07
Initial Test
Follow up Test CIRef Job:
Sample Selection O

Mo. of samples submitted: Three, (3) Selection Date: NIA

Sample Receipt Date: 1/15/2008
Ambient Air Temperature: 23 °C

Test Equipment:
DTL Guided Wire Tower Accelerometer Calibration Due Date: NiA
Trigx 2000 Accelarometer Calibration Due Date:  8/31/2007
Temperature Probe Calibration Due:  2/28/2007

Environmental Chamber Mo.:.  EC106
Calibration Due Date: 51172007

Environmental Chamber No,.  EC002
Calibration Due Date:  11/1/2007

Loose fill Material Sample Description: N/A

Loose Fill Weod: 3 Un-compacted Depth: Inches
Enginzered Wood Fiber: [
Rubber: O
Sand: [ Compacted Depth; barkine
Gravel: O
Other: O
Unitary Sample Description:
Tiles Thickness:  4omm
Poured in Place | Thickness:
Other O Thickness:
Comments;
The above described sample was tested at : ] Ft.

The results reported herein reflect the perfarmance of the above described samples at the time of testing and at the temperature(s) reported. The
results are specific to the described damples, Samples of surfacing materials that do not closely match the described samples will perform
differently. The following data sheet pravides an accurate representation of the test results.
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Sample in compliance with ASTM F1 E-ilﬁﬁt the temperature and rating specified? Yes [ Ne O
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Attachment B

Sinee 1903

. DETROIT TESTING LABORATORY, INC.

27485 George Merrelli Drive, Warren, M1 48002 * (588)754-9000 * FAX (SBG)754-9045 * waww dil-ing com

Surfacing Material Report - ASTM F1292-04

Client: Kraiburg Relastec GmbH
Manufacturer. Kralburg Relastec GmbH
Manufacturing Lecation: Tittmoning, Germany
Commercial Name of product: Eurofiex 50mm

Date of Manufacture: Unknown
Mo. of samples submitted: Three, (3)

DTL Report Mo.: 6118011-2
Report Date: 1/5/2007
Test Date: 1/2/07 & 114107
Initial Test
Foliow up Test CIRef Job:
Sample Selection O
Selection Date: NIA

Sample Receipt Date: 1/15/2008
Ambient Air Temperature: 23 °C

Test Equipment:
DTL Guided Wire Tower Accelerometar Calibration Due Date: MNIA
Triax 2000 Accelerometer Calibration Due Date:  8/31/2007
Temperature Probe Calibration Due:  2/28/2007

Environmental Chamber No.:  EC108
Calibration Due Date:  §/1/2007

Environmental Chamber No.:  EC002
Calibration Due Date: _11/1/2007

Loose fill Material Sample Description: N/A

Loose Fill Wood: [ Un-compacted Depth: Inches
Engineered Wood Fiber: [
Rubber: O
Sand: [ Compacted Depth: Inches
Gravel: O
Other: O
Unitary Sample Description:
Ties Thickness: 50mm
Poured in Piace 0 Thickness:
Other Thickness:
Comments:
The above described sample was tested at : 4 Ft.

The results reported herein reflect the performance of the above described samples at the time of testing and at the temperatura(s) reported. The

results are specific to the described safiples. Samples of surfacing materials that do not closely match the described samples will perform
differently. The following data sheet m-'idi.\ﬁ an accurate representation of the test resuits.

Sample in cnmplt@a with ASTM F1 ﬂiﬂ at the temperature and rating specified? Yes [ Ne [
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DETROIT TESTING LABORATORY, INC.

27485 George Mereli Drive, Warren, M| A8002 = (SBE6)754-8000 * FAX (S386)754-9045 * s dll-ine cam

IPEMA Surfacing Material Report - ASTM F1292-04

Client: Kralburg Relastec GmbH
Manufacturer: Kralburg Relastec GmbH

Manufacturing Location: Greenville, SC
Commercial Mame of product: 55 mm Euroflex Tils

Date of Manufacture: Unknown
Ma. of samples submitted: 3 Tlles

DTL Report No.: 7038021-2
Report Date: 3/14/2007

Test Date: 312107 & 3M14/07
Initial Test O

Follow up Test ERef Job: 7018007-1

Sample Selection [J
Selection Date:

Sample Recsipt Date: 2014{2007
Ambient Alr Temperature: 23 °C

DTL Guided Wire Tower Accelerometar Calibration Due Date: MIA
Triax 2000 Accelerometer Calibration Due Date: 83172007
Temperature Probe Calibration Due: Feb,, 2008

Environmental Chamber No.:  EC108
Calibration Due Date:  5/31/2007

Environmental Chamber No..  EC001
Calibration Due Date:  4/30/2007

Loose fill Material Sample Description:

Loose Fill Wood: 3O Un-compacted Depth: Inchas
Engineerad Wood Fiber: 3
Rubber: O3
Sand: OO Compacted Depth: Inches
Gravel: 3
Other: O
Unitary Sample Description:
Tiles A Thickness: 55 mm
Foured in Place O Thickness:
Cther ] Thickness:
Commaents:
The above described sample was tested at : 6 Ft.

The results reported herein reflaet the performance of the above described samples at the time of testing and at the temperature(s) reported. The

resuits are specific to the descrived samples. Samples of surfacing materials that do not closely match the described samples will perform
differently. The following data sheet provides an accurate representation of the test results,

Sample in compliance with ASTM F1292-04 at the temparature and rating specified? Yes [ Mo O
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